
 

Review Form 1.6 

Created by: EA               Checked by: ME                                             Approved by: CEO     Version: 1.6 (10-04-2018)  

 

Journal Name: Asian Journal of Dental Sciences   

Manuscript Number: Ms_AJDS_93744 

Title of the Manuscript:  
Replacement of the crown in a fractured tooth using the coronal tooth structure: A CLINICAL CASE REPORT 

Type of the Article Case study 

 
General guideline for Peer Review process:  
 
This journal’s peer review policy states that NO manuscript should be rejected only on the basis of ‘lack of Novelty’, provided the manuscript is scientifically robust and technically sound. 
To know the complete guideline for Peer Review process, reviewers are requested to visit this link: 
 
(https://www.journalajds.com/index.php/AJDS/editorial-policy ) 
 
PART  1: Review Comments 
 

 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the 
manuscript and highlight that part in the manuscript. It is 
mandatory that authors should write his/her feedback here) 

Compulsory REVISION comments 
 

The abstract should be a summary of the article. So it should be added here with the treatment 
performed and 1 patient with a broken tooth crown in the section before using the technique ... 
After a certain period of time, the treatment was successful. Lessons learned from this incident for 
other doctors. 
 
Photo 1 shows most of the tooth 1.1 and photo 2 shows only part of the X-ray? please explain 
 
Photo 3 tooth 1 1 in front seems longer than the same in back side? 
 

 

Minor REVISION comments 
 

Access was made labially through the broken area after local anaesthetic was administered.- what  
medicine adosing producer, country. 
 
The chamber was irrigated with 5.25% sodium hypochlorite (NaOCl) and normal saline after the coronal 
pulp tissue was removed- how long, how many times?  Producer of the NaOCl, country.  
 
10 K-file, EDTA,  producer country,  K file hand or machine instrument? 
Please add the producer of all  materials used for this treatment. 
 
2 fibre post, and IOPAR was obtained for final confirmation. Once the fit was established, the post was 
bonded using single cure resin cement- producer of the cement, and post 
Was the post somehow prepared before cementing? 
 
Adper Single Bond, 3M ESPE- plus or 2  what generation? 
 
ribbond was applied palatally- what kind of ribbon glass aramid, producer country ? 
 
Citation-- if you quote Superscript in square brackets at the beginning, this is the same for the discussion. 
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PART  2:  
 

 
Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and highlight 

that part in the manuscript. It is mandatory that authors should write his/her 
feedback here) 

Are there ethical issues in this manuscript?  
 

(If yes, Kindly please write down the ethical issues here in details) 
 
Please add the number of ethical approval 
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