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 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and 
highlight that part in the manuscript. It is mandatory that authors should 
write his/her feedback here) 

Compulsory REVISION comments 
 

 
 
 
Abstract can be improved. 

- Add a sentence of conclusion and suggestion for future recommendation 
in the last sentence of abstract. 

Keywords: 
- XRF should be write in full sentence. 

Introduction must be improved. 
- Discuss the advantages and disadvantages of using chemical treatment of 

clays based on previous study. 
- Add information about mineralogical history of Awgu Town of Enugu State, 

Nigeria in terms of its geology, mineralogy and chemical composition 
based on previous study. 

- Add a paragraph about the significance of the study in analysing the 
effects of the acid treatment using HCl on kaolin clay in terms of its 
application in industry or construction purposes. 

Material and methods must be improved. 
- Add subsection; Sampling location/geological history and describe 

sampling points, number of samples collected in each sampling points, 
density of samples, the depth, etc. should be further elaborated. 

- Add information about what type of XRF used in the research e.g. country.  
- Move figure 1 and figure 2 to Results and discussion part. 

Results and discussion must be improved. 
- The results for each section should be further elaborated and compared 

with previous research to show how chemical composition of kaolin clay 
can give benefit in terms of application for economical aspect or industrial 
purposes. 

Conclusion can be improved. 
- Briefly state the recommendation for future study. 

References is too few. Please add more relevant and recent references. 
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Are there ethical issues in this manuscript?  
 

 
(If yes, Kindly please write down the ethical issues here in details) 
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